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SUMMARY 

The extraction of rare earth elements (La, Nd, Sm, Eu) by mixture of triphenylphosphin oxide 
and 2-ethylhexyl 2-ethylhexyl phosphonic acid from nitric acid solutions has been developed. The 
influence of various factors such as the nitric acid concentrations, triphenylphosphin oxide/2-
ethylhexyl 2-ethylhexyl phosphonic acid ratio,... on the Sk  has been reported. 

 
I - Më §Çu 

ChiÕt c¸c nguyªn tè ®Êt hiÕm (NT§H) b»ng 
c¸c t¸c nh©n tributylphotphat (TBP), triizoamyl-
photphat (TiAP), axit di-2-etyl hexyl photphoric 
(HDEHP) tõ c¸c m«i tr−êng nitric, tricloaxetic 
®· ®−îc nghiªn cøu trong c¸c c«ng tr×nh [1, 2]. 
GÇn ®©y c¬ chÕ chiÕt vμ thμnh phÇn cña phøc 
chÊt  triphenylphosphin oxit-ytri ®· ®−îc nghiªn 
cøu [4]. 

Trong bμi b¸o nμy, chóng t«i th«ng b¸o mét 
sè kÕt qu¶ chiÕt c¸c NT§H nhãm nhÑ (La, Nd, 
Sm, Eu) b»ng hçn hîp triphenylphotphin oxit 
(TPPO) vμ axit 2-etyl hexyl 2-etyl hexyl 
photphonic (PC88A) tõ dung dÞch axit nitric. 

II -THùC NGHIÖM 

Ho¸ chÊt 

- C¸c dung dÞch muèi nitrat ®Êt hiÕm ®−îc 
®iÒu chÕ b»ng c¸ch hoμ tan c¸c oxit ®Êt hiÕm 
t−¬ng øng cã ®é s¹ch 99,9% trong HNO3 (PA). 

- T¸c nh©n chiÕt lμ triphenylphotphin oxit, 

s¶n phÈm cña h·ng BDH Chemicals Ltd Poole 
(Anh) cã ®é s¹ch 99%;  axit 2-etyl hexyl 2-etyl 
hexyl photphonic (PA) lμ s¶n phÈm cña h·ng 
Daihachi chemical Industry Co. Ltd. (NhËt 
B¶n). 

- C¸c lo¹i ho¸ chÊt kh¸c nh−: HNO3, NaOH, 
DTPA, Arsenazo (III), toluen ®Òu cã ®é s¹ch PA. 

Ph−¬ng ph¸p chiÕt c¸c NT§H b»ng c¸c t¸c 
nh©n chiÕt TPPO, PC88A hoÆc hçn hîp TPPO 
vμ PC88A ®−îc tiÕn hμnh trªn phÔu chiÕt cã 
dung tÝch 20 ml. Tû lÖ thÓ tÝch cña pha n−íc vμ 
pha h÷u c¬ lμ 1:1. Thêi gian chiÕt vμ ph©n pha lμ 
5 phót. Sau khi t¸ch riªng hai pha, nång ®é 
NT§H trong pha n−íc vμ pha h÷u c¬ ®−îc x¸c 
®Þnh b»ng ph−¬ng ph¸p chuÈn ®é víi dung dÞch 
chuÈn DTPA (10-2 M) trong sù cã mÆt cña thuèc 
thö Arsenazo (III).  

III - KÕT QU¶ Vμ TH¶O LUËN 

1. ¶nh h−ëng cña nång ®é axit nitric c©n 
b»ng ®Õn hiÖu øng t¨ng c−êng chiÕt cña hÖ 
TPPO+PC88A 
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HÖ sè t¨ng c−êng chiÕt cña hÖ gåm hçn hîp 
hai t¸c nh©n chiÕt 1 vμ 2, cã hÖ sè ph©n bè D1, 
D2 vμ D1,2 ®−îc x¸c ®Þnh b»ng biÓu thøc sau:
  
 
 

HiÖu øng t¨ng c−êng chiÕt x¶y ra khi trén 
c¸c t¸c nh©n chiÕt th× hÖ sè ph©n bè lín h¬n so 

víi ®¬n t¸c nh©n chiÕt.  

ThÝ nghiÖm ®−îc tiÕn hμnh víi nång ®é ban 
®Çu cña La3+ 0,1 M, t¸c nh©n chiÕt TPPO – 0,1 
M + PC88A – 0,1 M – toluen. Nång ®é axit 
nitric c©n b»ng ®−îc thay ®æi: 0,25 M; 0,5 M; 
0,75 M; 1 M. KÕt qu¶ nghiªn cøu ¶nh h−ëng cña 
nång ®é axit nitric c©n b»ng ®Õn hÖ sè t¨ng 
c−êng chiÕt Sk ®−îc tr×nh bμy ë b¶ng 1. 

 
B¶ng 1: ¶nh h−ëng cña nång ®é axit nitric c©n b»ng ®Õn hÖ sè t¨ng c−êng chiÕt  Sk 

La [HNO3] 
c©n b»ng 

HÖ sè ph©n bè 
D Sk 

0,25 M 
D (TPPO) 
D (PC88A) 
D(TPPO+PC88A) 

0,005 
0,086 
0,095 

 
0,019 

 

0,50 M 
D (TPPO) 
D (PC88A) 
D (TPPO+PC88A) 

0,016 
0,051 
0,078 

0,064 

0,75 M 
D (TPPO) 
D (PC88A) 
D (TPPO+PC88A) 

0,0159 
0,059 
0,087 

0,074 

1,00 M 
D (TPPO) 
D (PC88A) 
D(TPPO+PC88A) 

0,012 
0,075 
0,105 

0,081 

 
Tõ b¶ng 1, cã thÓ nhËn thÊy trong ph¹m vi 

nång ®é ®−îc kh¶o s¸t cña axit nitric, hÖ sè t¨ng 
c−êng chiÕt cña NT§H t¨ng khi t¨ng nång ®é 
axit c©n b»ng. §Ó thuËn tiÖn chóng t«i chän 
nång ®é [H+]cb = 0,5 M cho nh÷ng thÝ nghiÖm 
sau. 

2. HiÖu øng t¨ng c−êng chiÕt Sk cña NT§H 
nhÑ b»ng hçn hîp TPPO vμ PC88A 

ThÝ nghiÖm ®−îc tiÕn hμnh víi nång ®é ban 

®Çu cña c¸c dung dÞch Ln(NO3)3 lμ 0,1 M, nång 
®é dung dÞch HNO3 c©n b»ng 0,5 M. T¸c nh©n 
chiÕt lμ hçn hîp TPPO – 0,1 M + PC88A – 
0,1 M – toluen (theo thÓ tÝch víi tû lÖ 1:1). KÕt 
qu¶ thùc nghiÖm ®−îc tr×nh bμy trªn b¶ng 2. 

KÕt qu¶ b¶ng 2 cho thÊy hiÖu øng t¨ng 
c−êng chiÕt gi¶m dÇn tõ La ®Õn Eu. §èi víi hÖ 
®¬n t¸c nh©n chiÕt PC88A, qu¸ tr×nh chiÕt theo 
c¬ chÕ trao ®æi ion nªn c¸c NT§H ë cuèi d·y cã 

B¶ng 2: HiÖu øng t¨ng c−êng chiÕt Sk cña NT§H nhÑ b»ng hçn hîp TPPO vμ PC88A 

NT§H 
D hoÆc Sk 

La Nd Sm Eu 

D (TPPO) 0,016 0,046 0,015 0,092 

D (PC88A) 0,051 0,115 0,185 0,205 

D (TPPO+PC88A) 0,078 0,210 0,226 0,325 

Sk 0,064 0,059 0,053 0,039 
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b¸n kÝnh ion nhá h¬n sÏ t¹o phøc bÒn h¬n cã hÖ 
sè ph©n bè D lín h¬n; trong khi ®ã ®èi víi hÖ 
®¬n t¸c nh©n chiÕt TPPO t¹o solvat cã gi¸ trÞ hÖ 
sè ph©n bè D nh×n  chung kÐm h¬n. 

3. ¶nh h−ëng cña tØ lÖ TPPO/PC88A ®Õn hÖ 
sè t¨ng c−êng chiÕt Sk cña c¸c NT§H nhÑ 

§iÒu kiÖn thÝ nghiÖm nh− sau: nång ®é ban 
®Çu cña c¸c dung dÞch Ln(NO3)3 lμ 0,1 M, nång 
®é dung dÞch HNO3 c©n b»ng 0,5 M. T¸c nh©n 
chiÕt TPPO - 0,1 M + PC88A - 0,1 M ®−îc pha 
lo·ng trong toluen víi tØ lÖ TPPO/PC88A thay 
®æi: 1/6; 1/3; 1/1; 3/1; 6/1 (theo thÓ tÝch). KÕt 
qu¶ thùc nghiÖm ®−îc tr×nh bμy trªn b¶ng 3. 

 
Tû lÖ  

TPPO/PC88A 

Sk cña NT§H 

6/1 3/1 1/1 1/3 1/6 

Sk (La) 0,041 0,057 0,064 0,052 0,047 

Sk (Nd) 0,038 0,053 0,059 0,051 0,034 

Sk (Sm) 0,035 0,037 0,055 0,046 0,029 

Sk (Eu) 0,003 0,008 0,039 0,013 0,004 
 

Tõ b¶ng 3 cã thÓ nhËn thÊy tØ lÖ 
TPPO/PC88A ¶nh h−ëng ®Õn hiÖu øng t¨ng 
c−êng chiÕt kh¸ m¹nh. HiÖu øng c−êng chiÕt 
cùc ®¹i khi tØ lÖ TPPO/PC88A ®¹t 1:1. C¸c 
NT§H cã hiÖu øng t¨ng c−êng chiÕt  gi¶m dÇn 
theo thø tù La, Nd, Sm, Eu khi cã cïng tØ lÖ 
TPPO/PC88A, ®iÒu nμy t−¬ng tù víi nghiªn cøu 
tr−íc ®©y cña hÖ TBP/PC88A. 

4. §−êng ®¼ng nhiÖt chiÕt cña La trong hÖ 
TPPO, PC88A, TPPO+PC88A tõ m«i tr−êng 
axit nitric. 

§−êng ®¼ng nhiÖt chiÕt lμ ®¹i l−îng ®¸nh 
gi¸ dung l−îng cña hÖ chiÕt, qua ®ã cã thÓ x¸c 
®Þnh hiÖu suÊt cña qu¸ tr×nh chiÕt. Chóng t«i ®· 
x©y dùng ®−êng ®¼ng nhiÖt chiÕt cña La(NO3)3 
cho hÖ TPPO -  0,1 M, PC88A - 0,1 M, TPPO - 
0,1 M + PC88A - 0,1 M víi dung m«i pha lo·ng 
toluen. ThÝ nghiÖm ®−îc tiÕn hμnh ë nång ®é 
axit 0,5 M, nång ®é t¸c nh©n chiÕt 0,1 M vμ 
nång ®é La(NO3)3 thay ®æi tõ 0,1 M ®Õn 2,0 M. 
KÕt qu¶ ®−îc tr×nh bμy trªn h×nh 1. 

    
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
H×nh 1: §−êng ®¼ng nhiÖt chiÕt cña La víi TPPO, PC88A vμ TPPO + PC88A
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Tõ h×nh 1, cã thÓ nhËn thÊy dung l−îng 
chiÕt cña La lín nhÊt khi t¸c nh©n chiÕt lμ hçn 
hîp cña TPPO vμ PC88A. 

Iv - KÕT LUËN 

LÇn ®Çu tiªn ®· nghiªn cøu kh¶ n¨ng chiÕt 
c¸c NT§H nhÑ La, Nd, Sm, Eu b»ng hçn hîp 
triphenylphosphin oxit vμ axit 2-etylhexyl 2-
etylhexyl photphonic tõ dung dÞch axit nitric.  

1. §· kh¶o s¸t ¶nh h−ëng cña nång ®é axit 
nitric c©n b»ng (tõ 0,25 M ®Õn 1 M) ®Õn hiÖu 
øng c−êng chiÕt Sk cña hÖ (TPPO - 0,1 M, 
PC88A - 0,1 M, TPPO - 0,1 M + PC88A - 0,1 
M) - toluen trong m«i tr−êng HNO3. KÕt qu¶ 
cho thÊy hÖ sè Sk xuÊt hiÖn ë tÊt c¶ NT§H nhÑ 
vμ khi t¨ng [H+] th× Sk t¨ng theo. 

2. §· tiÕn hμnh kh¶o s¸t hÖ sè t¨ng c−êng 
chiÕt Sk cña La, Nd, Sm, Eu cña hÖ (TPPO 0,1 M 
+ PC88A - 0,1 M) - toluen.  

3. §· kh¶o s¸t ¶nh h−ëng cña tØ lÖ 
TPPO/PC88A ®Õn hÖ sè c−êng chiÕt Sk cña c¸c 
NT§H nhÑ. KÕt qu¶ thùc nghiÖm cho thÊy ë tØ 
lÖ TPPO/PC88A 1:1 hÖ sè c−êng chiÕt Sk cùc 
®¹i. 

4. §· thiÕt lËp ®−êng ®¼ng nhiÖt cña La víi 

TPPO - 0,1 M, PC88A - 0,1 M vμ hçn hîp 
(TPPO - 0,1 M + PC88A - 0,1 M) tõ m«i tr−êng 
axit nitric. KÕt qu¶ cho thÊy dung l−îng chiÕt 
lín nhÊt khi dïng hçn hîp t¸c nh©n chiÕt TPPO 
vμ PC88A. 
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